Liks Fasad Boyas!

MEGA FASKO (444)

[ Liks FasaD Bovasi

MBHSUL HAQQINDA: Akrilik kopolimer emulsiya asasl,
mat gorlinlislti ¢ol divarlar Uglin son qgat dekorativ
boyadir.

XUSUSIYYSTLORI: MEGA FASKO (444) yiiksek
yapismaq gabiliyyati olan, catlamayan va tokilmayan,
yiiksak ortiiciiliiya malik, mat goriinusli, fasad boyasidir.
Yiksak tenaffiis etma qabiliyatine malik, zerbs va
cizilimalara qarsl doziimliidiir. Har fasil asanligla tatbiq
oluna bilar. Ekoloji temizdir, qoxusu yoxdur, atraf muhitin
dostudur.

TSTBIQi: MEGA FASKO (444) xarici divarlarda, binalarin
fasadlannda, daha avval su ssasl boyalarla boyanmig
sathlerds, suvaglanmis va ya akrilk macun istifade
edilmis har nov sathds son gat boya olaraq istifads edilir.
MEGA FASKO (444) tatbigindan avval sath toz, kir va
yagdan tamizlenmis olmali, gabariq olan hissaler tamir
edilmali, seth quru olmalidir. Yeni suvaglanmis sathler
boyanmadan énce 4 hafts gdzlenilmalidir. Suvaglanmig
sathda duzlagma bas verdiyi halda, seth nemli masgin
firgasi ile tamizlendikdan sonra, (izerins 1 6lgli FABKIM
HIDROSTOP (500), eyni digiids su ilo hall edilorak firca
ils totbiq edilmali ve 24 saat gézlenilmslidir. Suvaglanmig
sathlerds, daha yaxsi natica alds etmak (igiin sath, bir
qgat 17 nisbatinde su ile inceldiimis FABBINDER (340)
mahlulu ile yuyulmalidir (1 nisbet FABBINDER (340), 7
nisbat su). FABBINDER (340) tetbiginden sonra an az
5-6 saat gdzlenimali ve ssthe FAB AKRILIK MOCUN
(350) tatbiq edilmalidir. Sathin tam quruduguna amin
oldugdan sonra, sath ince sumbata kagizi ile stirtiilerek
temizlenmealidir. 9vvelcedsn emulsiya ile boyanmis
sethler sumbatalanmali ve tamire ehtiyaci olan hissaler
(gabariq hissaler, gatlaglar ve s.) FAB AKRILIK MOCUN
(350) ilo tomir ediimalidir. Boya tatbiq edilocak sath
sumbatalandiqdan sonra, takrar bir gat 1:7 nisbatinda su
ile incaldilmis FABBINDER (340) mahlulu ile yuyulmalidir
(1 nisbat FABBINDER (340), 7 nisbat su). FABBINDER
(340) tetbigindan sonra an az 5-6 saat gozlenimasi,
daha yaxs! sath almaq Uglin 1 qat MEGA ASTAR (438)
totbiq olunmasi maslehatdir. 9ger sintetik boyall
sathlerin (izarine MEGA FASKO (444) istifade etmak
istanilerse, soth sumbatalanmall, tozlanndan
tomizlenmali vo FAB KEGID ASTARI (437) totbiq
edilmalidir. Daha sonra, MEGA FASKO (444) 15-20% su
ila hall edilib iki cat olaraq rulo, firga va ya puiskiirtma il
totbiq edilir. Qatlar arasi an azi 5-6 saat gozlenilmalidir.
Boya tatbigindan sonra alstler suile yuyulmalidir.
INCOLDILM3SI: 15-20% su il hall edilmalidir.

QURUMA VAXTI (20°C/65%nisbi riitubatda): Toxunma
qurumasi - 1 saat, gatlar arasi gézlama vaxti — 5-6 saat,
tam quruma - 24 saatdir.

SORFIYYAT: Sethin diizgiinliiylinden ve tetbiq etmo
qalinligindan asili olaraq tek gatda 1 kq. MEGA FASKO
(444) ils 8-10 m? (100-120y yas tebage galinliginda,
15-20% incaldilmis boya ile) sahs boyanir.

QEYD: Tetbiq edilacek sothlerin v  makanin
temperaturu +5°C ile +30°C arasl olmalidir.

SAXLANMA MUDDSTE: 3 ildir. Ideal saxlanma
temperaturu +10°C ilo +30°C arasidir (agzi agiimamis
orijinal gabda, sarin yerds, donmaqdan va birbasa giines
slialarinin tesirindan qorumag sarti ils).

TOHLUKISIZLIK TODBIRLIRI:

S 2 Usaglarin allerinin gatmayacad yerlards saxlayin.
S$46 Uduldugda derhal hakime miracist edin ve
qablasma ve ya etiketi gostarin.

YARANABILSCIK PROBLEMLOR:

Bagh qutuda gabiglanma olmasi qutunun hava aldigini,
GOkma ve ya ayrisma varsa haddan artiq soyuq v ya isti
soraitde saxlanildigini  gdsterir. Su esash boya ilo
boyanmig sathlerds kiflonme amele gelmaesinin sababi
atrafda haddan artiq nemin olmasi, divarlanin ¢olden,
tavandan ve ya temaldan su almasi, divarlarda istilik vo
su izolyasiyasinin zaif olmasidir. Akrilik boyalarin
totbiginde miisahide edilen ince gatlamalarin sababi
boyanin haddan artiq galin gakilmasi, sethin boyanarkan
isti olmasi, havanin kiilekli olmasi, hazir boyanin tarkibina
sonradan kalsit kimi dolgu maddasinin slave edilmasi,
astardan haddan artiq istifade edilmasidir. Satha
haddindan artiq galin boya g¢akdikda ve ya normadan
artiqg hallediciden istifade etdikde sathds axma va
dalgalanmalar saklinde goriinlis amale gelir. Sath
hadden artiq kirli olarsa ve ya boya yetarinca hall
edilmazsa boyanin yapismayaraq sathden gopmasi va
ya soyulmasi miigahida olunur. Giinas isiglarinin birbasa
dusdiyli  divarlara boya ¢oakilerss, boya tez
qurudugundan yapismasi zeif olar. Bu va bunun kimi
problemlarle  qarsilasdigda qutu  Ustiindaki  partiya
nomrasi ile  texniki serviss miraciet etseniz
probleminizla yaxindan maraglana bilarsiniz.

SOHV ISTIFADSY GORS ISTEHSALGI
M3SULIYYST DASIMIR.

MEGA FASKO (444)

@ JIIOKCOBASl PACAAHAS KPACKA

O TMPOAYKTE: AkpwioBasi Kpacka Ha OCHOBe
COMOMMEPHON  3MY/bCUM,  AEKOPaTMBHOE  MaToBOe
mummnoe nox bITUE 17 HAPYXKHbIX CTEH.

CTU: MEGA FASKO (444) — om0
BblCOKOKaueCTBeHHaa dacapHas Kpacka C MaTOBbIM
apdekTom, obnapalollas  MPEBOCXOAHON  afresuen,
ANaCTUYHOCTHIO M BBICOKOM  YKPbIBUCTOCTHIO.  He
pacTy TCA W H 12 , UIMEET XOpOLLyo
NapoNpOHULIAEMOCTb,  YCTOMYMBA K MEXaHUYeCKUM
BO3AENCTBMAM U LiapanuHam. Jlerko HaHocutcs B nlo6oe
BpeMs ropja. IKOMoryeckm Gesonacka, He UMeeT araxa u
He HaHOCUT BPEe/a OKPYXKaloLLLEN cpefie.

MPUMEHEHUE: MEGA FASKO (444) ucronbsyetcs B
KayecTBe (UHMLLHOTO [IeKOPaTUBHOrO MOKPbLITUA  Ha
dacagax  3maHMil, paHee  OKPALUEHHbIX  BOMHO-
[MCNIEPCUOHHBIMU  KpackaMK, Ha  OLUTYKaTypeHHbIX
NOBEPXHOCTAX, @ Tak)Ke Ha OCHOBaHMsAX, 06PabOTaHHbIX
aKpUIoBOW  LMaknéBKon. Mepen HaHeceHveM MEGA
FASKO (444) nosepxHOCTb [OMKHa GbiTb OuMLLEHa OT
NbiNY, TPA3K, XMUPa U APYTUX 3arPASHEHNiA; HePOBHOCTN

AOMKHbI  BbITb  OTPEMOHTUPOBAHbI, NOBEPXHOCTb -
MONHOCTBIO Ccyxon.
HoBble OLTyKaTypeHHble noBepxHOCTU [AOMKHbI

BbICbIXaTb He MeHee 4 Hefienb Nnepep, OKpPackoii. B cnyyae
MOSBNEHNS BbICONIOB  (CONEBbIX MSITEH) MOBEPXHOCTb
CnefyeT OUNCTUTb BAXHOM MALUMHHOM LWETKOM, 3aTeM
HaHeCT KucTblo pacTeop FABKIM HIDROSTOP (500)
(TBPOMSONALMOHHBIA MaTepuan Ha OCHOBE CUNMKOHA),
pasBeféHHbIi B nporopLyn 1:1 ¢ BOAOIA, U BblaepXaTb 24
yaca. [INA MOBbILEHUA aAATe3UM Ha OLUTYKATYPEHHbIX
TNOBEPXHOCTAX. PEKOMEHAYETCA 06paboTaTb MX OfHUM
cnoem FABBINDER (340) (rpyHTOBKa  Ha ocnose
aKpWIOBOro  Cononumepa) a3BEIEHHBIM  BOAOM
cooTHoweHwm 17 (1 yacTb F# ABgINDER (340) Ha 7 l4ac're14
BoAbl). Mocne HaHeceHus FABBINDER (340) Heo6xopumMo
BblepXXaTb He MeHee 5-6 vacos, 3ateM HaHecTu FAB
AKRILK M3CUN (350) (BblpaBHUBAIOLLas CMECh Ha
OCHOBE 3MyNbCUM  aKpPUOBOro  coronumepa). [Mocne
MOSIHOrO  BbICbIXaHUS MOBEPXHOCTb CNEAYET 3auYUCTUTb
Menkoii WwindosanbHoin Gymaroit 1 yaanuTb Mbinb. PaHee
OKpalLLEHHbIE 3MY/bCUOHHBIE MOBEPXHOCTU HEOBXOAVUMO
oTlwmMpoBaTh, a AePEKTHbIE YUaCTKV (B3AYTUS, TPELMHbI
M T.J.) OTPeMOHTUpOBaTb C nomolusio FAB AKRILIK
MICUN (SEO) Tocne LWIMGOBKM MOBEPXHOCTL CriefyeT
npombiTe pacTeopom FABBINDER (340) pasBefEHHbIM
BOAI0% B Nporopuym 1:7 (1 yacTe FAB BIiNDER (340) Ha 7
vacten Bogpl). locne HaHeceHus FABBINDER (340)
BbIAEPXaTb He MeHee 5-6 4acoB; ANA AOCTUDKEHUA
HaWyJLwero pesyrnbTata PEKOMEHAYETCA HaHecTU OAVH
cnoin MEGA ASTAR (438)(rpyHToBKa Ha OCHOBE
aKpUIIOBOro Comnonmmepa 1 cunukora). Ecnv MEGA FASKO
(444) HaHocuTCs Ha CUHTETUYECKME dacafHble MOKPbITUS,
NOBEPXHOCTb HEOBXOAMMO OTILNGOBATh, OYUCTUTL OT
LWAMGOBOYHON Mbinn U 3arpyHToBaTh FAB KEGID ASTARI
(437) (aKpunoBbIA  TPYHT-NEPEXOAHUK Ha  OCHOBE
cononumepa). 3atem MEGA FASKO (444) pas6asnsetcs
15-20% 4mMCTOi BOAOI M HAaHOCUTCS B B PaBHOMEPHbIX
Cfosi C MOMOLLBIO Ba/Ka, KUCTW WM PacribUMTeNs.
Mexay crosimv Heo6XxoAMMO BbiAePXWBaTb He MeHee 56
yacos. Mocne OKOHYaHWA PaboTbl MHCTPYMEHTBI crieflyeT
HEMe/LIEHHO NPOMBbITb BOION.

PA3BABJIEHUE: Paz6aBnseTca YcTom Bogon Ha 15-20%.
BPEMS CYLLKMU (npu 20°C / 65% OTH. Bna)xHocTh): OT
nbinv — 1 Yac;uHTEpPBan Mexay crnosmm — 5-6 4acos;
NosHOE BbICbixaHue — 24 vaca.

PACXO/[l: B 3aBMCMMOCTW OT POBHOCTW MOBEPXHOCTU U
TONWWMHBI HaHeceHus, 1 kr MEGA FASKO (444) nokpbisaeT
8-10 M? 3a ofiH Cnoit (Npu TonLLMHE MoKporo cnos 100~
120 MKM pasbaeneHnn 15-20%).
MPUMEYAHUE: Temnepartypa MOBEPXHOCTH n
OKPY>KatoLLei! Cpefibl MPY HaHECEHWM LOMKHA COCTABNATL
or 5 a0 s30T i

CPOK XPAHEHVIFI 3 ropa. OnTumanbHas Temriepatypa
XpaHeHust: oT +10°C pgo +30°C (B opuruHanbHon
repMETMYHO 3aKpbITOi Tape, B MPOXNAAHOM MecTe,
3aLLMLLEHHOM OT MOPO3a 1 MPAMBIX CONHEUHBIX Jyuet).
MEPbI BE3OIMACHOCTHU:

S 2 XpaHuUTb B MecTax, HefIOCTYMHbIX ANA AeTeN.

S 46 Mpn npornatbiBaHWM HEMeAsIeHHO 0BpaTUTLCA K
Bpayy 1 NoKasaTb YakoBKY W/n ATUKETKY.

BO3MOXXHbIE MPOBJIEMbl:

OTcroeHre B 3aKpbITOi Tape YKasblBaeT Ha HapylueHue
repMETUYHOCTU YNaKoBKM.
MosBNEHMe  MNECEHM  Ha  BOAHO-AMCMEPCUOHHBIX
MOKPLITUAX ~CBA3AHO C  MOBbILLEHHON  BAAXHOCTHIO,
NPOHMKHOBEHMEM BOfbl YePe3 CTeHbl, MOTONOK WM
GYHAAMEHT, a TaKke HE[OCTaTouHOM Temnio- ¥
ruapousonsumMen. ToHKME TpelMHbl BOSHMKAIOT Mpu
C/MLIKOM TONCTOM HaHeceHW, paBoTe Ha ropsueit
NOBEPXHOCTY, [A06aBNEHM HanonHUTeNel  (Hanpumep,
KarnbLyTa) UM U3BbITOYHOM WCMONb30BAHUN TPYHTOBKM.
pK CAMWIKOM FYCTO WM MIIOXO OYULLEHHO MOBEPXHOCTM
BO3MOXHO OTCMlaMBaHue Win nnoxas apresus. Okpacka
NP1 MPAMOM  COJIHEYHOM CBETE BbI3blBaeT GbICTpoe
BbiCbixaHMe 1 cnaboe cuenneHe. B cnyvae
BO3HMKHOBEHMA MOAOGHbIX npobnem o6patuteck B
TEXHNYECKYIO CNYXGY, YKasas HOMep NapTuM Ha ynakoBKe.

NMPOU3BOAUTEJIb HE HECET
OTBETCTBEHHOCTU 3A
HENPABWJIbHOE UCMNOJIb3OBAHME.

MEGA FASKO (444)

@ LUXURY EXTERIOR PAINT

ABOUT PRODUCT: Acrylic copolymer emulsion-based,
high-quality matte decorative topcoat paint designed for
exterior wall applications.

FEATURES:MEGA FASKO (444) is a high-performance
matte facade paint with excellent adhesion, elasticity,
and superior hiding power. It does not crack or flake,
demonstrates high vapor permeability, and provides
resistance against impacts and surface abrasions. It can
be applied easily in all seasons. Environmentally friendly,
odorless, and safe for both users and the environment.
APPLICATION: MEGA FASKO (444) is suitable for use as
a final decorative coating on building facades, previously
painted water-based surfaces, plastered areas, or
substrates treated with acrylic putty. Prior to application,
all surfaces must be thoroughly cleaned of dust, dirt,
grease, and any loose material. Uneven areas should be
repaired, and the substrate must be completely dry.
Newly plastered surfaces should be allowed to cure for
at least 4 weeks before painting. In cases where
efflorescence occurs, clean the affected surface with a
damp mechanical brush, then apply FABKIM
HIDROSTOP  (500) (Silicone based waterproofing
material) diluted with an equal amount of water by brush,
and allow to dry for 24 hours. For better adhesion on
plastered surfaces, wash the area with a single coat of
FABBINDER (340) (acrylic copolymer-based primer)
diluted at a 1:7 ratio with water (1 part FABBINDER (340)
to 7 parts water). After applying FABBINDER (340), wait
at least 5-6 hours before applying FAB AKRILIK MCUN
(350) (acrylic copolymer emulsion-based leveling
compound). Once the surface is fully dry, smooth it with
fine sandpaper and clean thoroughly. Previously painted
emulsion surfaces should be sanded, and any damaged
sections (bulges, cracks, etc.) repalred using FAB
AKRILIK M3CUN (350). After sanding, the surface
should be washed with one coat of FABBINDER (340)
diluted in a 1:7 ratio with water (1 part FAB BINDER (340),
7 parts water). Allow at least 5-6 hours of drying time
after applying FABBINDER (340), and for optimal surface
quality, it is recommended to apply one coat of MEGA
ASTAR (438) (acrylic copolymer and silicone-based
primer). If MEGA FASKO (444) is to be applied over
synthetic-based facade coatings, the surface should be
sanded, cleaned of sanding dust, and primed with FAB
KEGID ASTARI (437) (acryllc copolymer-based
transition primer). Afterwards, MEGA FASKO (444)
should be diluted with 15-20% clean water and applied
in two coats using a roller, brush or spray gun. Allow at
least 5-6 hours between coats. After application, tools
must be cleaned immediately with water.

THINNING: Dilute with 15-20% clean water.

DRYING TIME (at 20°C / 65% RH): Touch dry - 1 hour,
interval between coats — 5-6 hours, full drying - 24
hours.

CONSUMPTION: Depending on the surface texture and
application thickness, 1 kg of MEGA FASKO (444) covers
approximately 8-10 m? per coat (at 100120 wet film
thickness and 15-20% dilution).

NOTE: The surface and ambient temperature during
application must be between +5°C and +30°C.

SHELF LIFE: 3 years. Ideal storage temperature is
between +10°C and +30°C (in unopened original
container, stored in a cool, dry place, protected from
frost and direct sunlight).

SAFETY PRECAUTIONS:

S 2 Keep out of reach of children.

S 46 If swallowed, seek medical advice immediately and
present the container or label.

POSSIBLE PROBLEMS:

The presence of skin formation inside a sealed container
indicates that it has been exposed to air; sedimentation
or separation suggests that the product has been stored
under excessively hot or cold conditions. Mold growth
on water-based coated surfaces is typically caused by
high ambient humidity, water infiltration through walls,
ceilings, or foundations, and inadequate thermal or
waterproof insulation. Fine cracking observed during the
application of acrylic paints may result from applying an
excessively thick layer, high surface temperature or
windy conditions during application, addition of fillers
(such as calcite) to the prepared paint, or excessive
primer use. Applying too thick a coat or using more
thinner than recommended can cause sagging and
surface waviness. If the surface is excessively dirty or
the paint is not properly diluted, poor adhesion or peeling
may occur. Painting under direct sunlight causes rapid
drying, leading to insufficient adhesion. In case of such
or similar problems, please contact the technical support
service and provide the batch number indicated on the
container for detailed assistance.

THE MANUFACTURER IS
NOT RESPONSIBLE FOR IMPROPER USE.

MEGA FASKO (444)

B LvuksFasapeo'vos

MAHSUL HAQIDA: Akrilik kopolimer emulsiya asosli, mat
ko'rinishli tashqi devorlar uchun yakuniy gat dekorativ
bo'yoqdir.

XUSUSIYATLARI: MEGA FASKO (444) yuqori yopishish
qobiliyatiga ega, yorilmaydigan va tokilmaydigan, yuqori
qoplash xususiyatiga ega, mat ko'rinishli fasad bo'yoqdir.
Yugqori nafas olish qobiliyatiga ega, zarba va tialishlarga
chidamli. Har faslda oson qofllanilishi mumkin. Ekologik
toza, hidsiz, atrof-muhitga do'st.

QO'LLANILISHI: MEGA FASKO (444) tashgi devorlarda,
blnolamlng fasadlarida, avval suv asosli boyoglar bilan
boyalgan ™ sathlarda, suvoq qilingan yoki akrilik
shpaklyovka |sh|at||gan har ganday sathda yakuniy qgat
boyoq sifatida qollaniladi. MEGA FASKO (444)
qollanilishidan oldin sath chang, kir va yog'dan tozalangan
bolishi, bo'rtib chigqgan gismlar ta'mirlanishi, sath quruq
bolishi kerak. Yangi suvoq gilingan sathlar bo'yashdan
oldin 4 hafta kutilishi kerak. Suvoq gilingan sathda
tuzlanish yuz bergan hollarda, sath nam mashina cho'tkasi
bilan tozalangandan song, ustiga 1 olchov FABKIM
HIDROSTOP (500) xuddi shu olchovdagi suv bilan eritilio
cho'tka bilan gollanilishi va 24 soat kutilishi kerak. Suvoq
qilingan sathlarda, yanada yaxshi natija olish uchun sath,
bir gat 1:7 nlsbatda suv bilan suyultiriigan FABBINDER
(340) eritmasi bilan yuvilishi kerak (1 nisbat FABBINDER
(340), 7 nisbat suv). FABBINDER (340) qollanilgandan
song kamida 5-6 soat kutilishi va sathga FAB AKRILIK
M3CUN (350) qollanilishi kerak. Sathning toliq
quriganligiga ishonch hosil gilingandan so'ng, sath mayin
zimpara qog'ozi bilan ishqalab tozalanishi kerak. Oldindan
emulsiya bilan boyalgan sathlar zmparalanishi va tamirga
muhtoj qgismlar (boftib chiqgan joylar, yoriglar va
boshqalar) FAB AKRILIK M3CUN (350) bilan ta'mirlanishi
kerak. Bo'yoq gollaniladigan sath zimparalangandan so'ng,
yana bir gat 17 nisbatda suv bilan suyultiriigan
FABBINDER (340) entmaS| bilan yuvilishi kerak (1 nisbat
FABBINDER (340), 7 nisbat suv). FABBINDER (340)
gollanilgandan song kamida 5-6 soat kutilishi, yanada
yaxshi sath olish uchun 1 gat MEGA ASTAR (438)
qollanishi tavsiya etiladi. Agar sintetik bo'yoqli sathlar
ustiga MEGA FASKO (444) ishlatish istalsa, sath
zimparalanishi, changdan tozalanishi va FAB KEGID
ASTARI (437) qollanilishi kerak. Keyin, MEGA FASKO
(444) 15-20% suv bilan eritilib ikki qat qilib rulo, cho'tka
yoki purkash usuli bilan go'laniladi. Qatlar orasida kamida
5-6 soat kutilishi kerak. Boyoq qollanilgandan song
asboblar suv bilan yuvilishi kerak.

SUYULTIRILISHI: 15-20% suv bilan eritilishi kerak.

QURISH VAQTI (20°C/65% nisbiy namlikda): Tegish
qurishi — 1 soat, qgatlar orasidagi kutish vaqti — 5-6 soat,
toliq qurish - 24 soat.

SARFI: Sathning tekisligiga va qollash qgalinligiga qarab bir
qatda 1 kg MEGA FASKO (444) bilan 8-10 m? (100-120u
nam dgat qalinligida, 15-20% suyultiriigan boyoq bilan)
maydon bo'yaladi.

ESLATMA: Qollaniladigan sathlaming va muhitning
harorati +5°C bilan +30°C orasida bollishi kerak.
SAQLASH MUDDATI: 3 yil. Ideal saglash harorati +10°C
bilan +30°C orasida (og'zi ochilmagan original idishda,
salgin joyda, muzlashdan va togfridan-to'gri quyosh
nurlaridan hlmoyalanmholda)

XAVFSIZ

§2 Bolalar qoli yetmaydigan joyda saglang.
S 46 Yutilganda darhol shifokorga murojaat qiling va
gadoq yoki yorligni korsating.

SAQLASH VA FOYDALANISH JARAYONIDA YUZAGA
KELISHI MUMKIN BO'LGAN MUAMMOLAR:

Yopiq idishda gobiq paydo bollishi idish havo olayotganini,
chokish yoki ajralish esa haddan tashgari sovuq yoki issiq
sharoitda saglanganini bildiradi. Suv asosli bo'yoq bilan
boyalgan sathlarda mog'or paydo bolishining sababi
atrofda haddan tashgari namlik bolishi, devorlarning
tashgaridan, tomdan yoki poydevordan suv olishi,
devorlarda issiglik va suv izolyatsiyasining zaif bolishidir.
Akrilik  bo'yoglar qoflanilishida kuzatiladigan mayda
yorilishlarning sababi bo'yogning haddan tashgari qgalin
surtilishi, sathning bo'yash vaqtida issiq bolishi, havoning
shamolli bolishi, tayyor bo'yoq tarkibiga keyinchalik kalsit
kabi toldiruvchi moddaning qo'shilishi, astardan haddan
tashqari foydalanishdir. Sathga haddan tashqari qalin
boyoq surtilganda yoki me’yordan ortiq erituvchidan
foydalanilganda sathda ogish va tolginlanish ko'rinishida
nugsonlar paydo bo'adi. Sath haddan tashqari kirli bo'lsa
yoki boyoq vyetarlicha eritimasa boyoq yopishmay
sathdan ko'chishi yoki goplamaning qobiq bolib ajralishi
kuzatiladi. Quyosh nurlari to'gridan-to'g'i  tushadigan
devorlarga boyoq surtilsa, boyoq tez qurigani sababli
yopishishi sust boladi. Shu va shunga oxshash
muammolarga duch kelganda, quti ustidagi partiya raqami
bilan texnik servisga murojaat gilsangiz, muammoingiz
bilan yagindan shug'ullanishlari mumkin.

NOTO'G'RI FOYDALANISH UCHUN ISHLAB
CHIQARUVCHI KOMPANIYA
JAVOBGARLIKNI O'Z ZIMMASIGA
OLMAYDI.
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Appec: AsepbaiipxaH, r. baky, BuHaraguHckuin
pavioH, noc. buHaragum, yn. 1-a Magan, 72A

www.fabboya.az
Ten: +994(12) 891

“FAB PRODUCTION COMPANY” LLC

Address: Azerbaijan, Baku city, Binagadi district,

Binagadi settlement, 1st Madan Street, 72A

www.fabboya.az

Tel: +994(12) 891

IAS

ACCREDITED ACCREDITED
Menzgement Systems Manzgement Sysems
Cerication Body Certicaton Body
MSCB-136 MSCB-136
ISO 14001:2015 ISO 45001:2018

“FAB PRODUCTION COMPANY” MChJ
Mangzil: Ozarbayjon Respublikasi, Boku sh.,
Binag‘adi tumani, Binag‘adi posyolkasi, 1-kon
ko'chasi, 72 A

www.fabboya.az

Tel: +994(12) 891

AZS -034-98
TS 5808



